
COMMERCIAL

INDUSTRIAL VISUAL 
INSPECTION

STABILIZATION BAKE  M-1032, 
24 HR, 150 °C

TEMP CYCLE M-1051  
CONDITION C, - 55 °C TO 

175°C
FINE/GROSS LEAK M-1071

LTPD = 10

FINAL ELECTRICAL
STATIC 25°C

GROUP A
EXTERNAL VISUAL

AQL = 0.65%
ELECTRICAL
AQL = 0.065%

ESC -2 SCREENING

PRESEAL INSPECTION
M-2072

LOT NORM

THERMAL IMPEDANCE

STABILIZATION BAKE  M-1032, 
24 HR, 150 °C

TEMP CYCLE M-1051  
CONDITION C, - 55 °C TO 

175°C

CONSTANT ACCELERATION  
M-2006, 20 KG, Y1 AXIS

FIRST ELECTRICAL

HTGB M-1042 80 % VGS,  48 
HR, 150 °C (MOSFET ONLY)

INTERIM ELECTRICAL  
TESTING (MOSFET ONLY)

HTRB M-1042 80 % BVDSS,  
160 HR, 150 °C

FINAL ELECTRICAL
PER DETAILED DATASHEET

PDA 5 %

FINE/GROSS LEAK  METHOD
1071

GROUP A
External visual
AQL = 0.65%
ELECTRICAL
Aql = 0.065%

JAN
(DLA Certified Wafer Fab)

SEM WAFER LOT 
ACCEPTANCE

LOT NORM

THERMAL IMPEDANCE

FINE/GROSS LEAK  METHOD
1071

QUALITY CONFORMANCE 
INSPECTION (QCI) 

GROUP A, B, C, D & E

JANTX
(DLA Certified Wafer Fab)

SEM WAFER LOT 
ACCEPTANCE

LOT NORM

THERMAL IMPEDANCE

STABILIZATION BAKE  M-1032, 
24 HR, 150 °C

TEMP CYCLE M-1051  
CONDITION C, - 55 °C TO 

175°C

CONSTANT ACCELERATION  
M-2006, 20 KG, Y1 AXIS

FIRST ELECTRICAL

HTGB M-1042 80 % VGS,  48 
HR, 150 °C (MOSFET ONLY)

INTERIM ELECTRICAL  
TESTING (MOSFET ONLY)

HTRB M-1042 80 % BVDSS,  
160 HR, 150 °C

FINAL ELECTRICAL
PER DLA SLASH SHEET

PDA 5 %

FINE/GROSS LEAK  METHOD
1071

QUALITY CONFORMANCE 
INSPECTION (QCI) 

GROUP A, B, C, D & E

JANTXV
(DLA Certified Wafer Fab)

SEM WAFER LOT 
ACCEPTANCE

PRESEAL INSPECTION  
M-2072`

LOT NORM

THERMAL IMPEDANCE

STABILIZATION BAKE  M-1032, 
24 HR, 150 °C

TEMP CYCLE M-1051  
CONDITION C, - 55 °C TO 

175°C

CONSTANT ACCELERATION  
M-2006, 20 KG, Y1 AXIS

FIRST ELECTRICAL

HTGB M-1042 80 % VGS,  48 
HR, 150 °C (MOSFET ONLY)

INTERIM ELECTRICAL  
TESTING (MOSFET ONLY)

HTRB M-1042 80 % BVDSS,  
160 HR, 150 °C

FINAL ELECTRICAL
PER DLA SLASH SHEET

PDA 5 %

FINE/GROSS LEAK  METHOD
1071

QUALITY CONFORMANCE 
INSPECTION (QCI) 

GROUP A, B, C, D & E
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ES Components
A Franchised Distributor

108 Pratts Junction Road
Sterling, MA 01564

P: 978-422-7641
www.escomponents.com

sales@escomponents.comNow Woman Owned! 

About ES Components:

ES Components LLC is a 37+ year old company.
We are a Woman Owned small business Franchised Distributor and Stocking Technical Sales 
Representative. 

Certifications:  ISO9001:2015 – AS9120:2016 – AS6081:2012 – ITAR Registered – JESD31

Customers worldwide depend on ESC for the products and services they need to design, 
develop, and manufacture the most leading edge high reliability products. 
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